ASIERICLAD. Americlad Panel System Comparison
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METALCRAFTS LLC

INNOVATING WITH METAL

System AC-1000 AC-1200EVO0285 AC-1200EVO AC-1200BV AC-1300 AC-3000 AC-3100BR AC-3200 EVO AC-3200 BV AC-3300 AC-2000 AC-2200 AC-5000 AC-5500 AC-6000 AC-6100

Alum. Plate Alum. Plate Alum. Plate Alum. Plate Alum. Plate Aluminum w/ Aluminum w/ Alum. Plate Alum. Plate Alum. Plate Alum. Plate
Material ACM* ACM* ACM* ACM* ACM* Stainless Steel Stainless Steel Stainless Steel Stainless Steel  Stainless Steel honeycomb honeycomb Stainless Steel  Stainless Steel Stainless Steel Stainless Steel
Copper Copper Copper Copper Copper core core Copper Copper Copper Copper

Zinc Zinc Zinc Zinc Zinc Zinc Zinc Zinc Zinc

P Equalized
e v v v

e v v v v 4 4 v 4 v

Barrier wall system / \/ / \/ \/ \/

Standard Thickness 7T or ¢TI0 G L) G G EF AT e 125" 125" 125" 125" 125 17 17 .040” or .063"  .040” or .063" .063" or.080" .063” or.080"
6mm 6mm 6mm 6mm 6mm
System Depth 17 2" 2" 17 15 17 15 2 1.5 17 17 17 3/8" 3/8" 17 17

Radiused Panel \/ \/ \/

Concealed Fastener \/ \/ \/ \/ \/ \/

AN
AN
AN
AN
AN
AN
AN
AN

Slide On Clip v v

Integral Gasket \/

Air, Wind, Water \/
Infiltration Testing

AN
AN
AN
AN
AN
AN

AN

AAMA 508 \/

DN N B N N

AAMA 509 / /

NFPA 285 Testing /

* Aluminum Composite Material



